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ANALYSIS ITEMS SPECIFICATION TEST METHOD

Min. Max.

VOLATILE MATTER  (%)  1.50 ASTM D5668

ASH CONTENT  (%)  0.80 ASTM D5667

Organic Acid (%) 3.50 5.50 ASTM D5774

Soap Content (%) 0.50

RAW MOONEY VISCOSITY,

ML5+4 at 100℃
55.0 69.0
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